
GRANULOMETRIE DIAMANTATE - GRIT SIZES 

FEPA grit size D or B Standard [Mesh] Average Grit Size [µm] Particles per ct

1181 16/18 1100 60

1001 18/20 930 100

851 20/25 780 160

711 25/30 660 270

601 30/35 555 450

501 35/40 465 760

426 40/45 395 1200

356 45/50 330 2100

301 50/60 280 3500

251 60/70 233 6000

213 70/80 197 10000

181 80/100 167 16000

151 100/120 140 28000

126 120/140 118 46000

107 140/170 99 80000

91 170/200 83 135000

76 200/230 72 200000

64 230/270 63 300000

54 270/325 55 460000

46 325/400 47 750000

39 400/500 38 1400000

33 500/600 33 2100000


